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Sample Particulars ~ Aluminium Frame AA 6063-T6

Sample description :  Aluminium Frame AA 6063-T6
Qty. Received : 1no Polythene cover
Test Parameters : Chemical composition

Date of Receipt of Sample  : 19/08/2026 Date of Starting of Analysis : 19/08/2026
Date of completion of analysis : 21/08/2026 SAMPLE TESTED AS RECEIVED
TEST RESULTS
S.No. Parameters Units Requirements as per Results

ASTM B221, Gr:6063 T6

1 [Aluminium as Al % by mass Remainder Remainder
Test Method: ASTM E1251 & Instrument used: SPECTRO MAXXx.
Remarks:The submitted sample is conforming to ASTM B221, Gr:6063 T6 with respect to above test parameters.
NOTE : This report and results relate only to the sample / items tested

***End of Report***
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